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Sumerged-Arc Welded Pipes to ASTM Specifications 

 
Quality Control 

 
At all stages of our business and manufacturing fully comply with international quality 
standards, such as: 
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Sumerged-Arc Welded Pipes to API Specifications 

 

 
 

TENSILE TEST: Longitudinal, transverse and Weld Tensile Tests shall be carried out at the 
frequency of one test per inspection lot. 
GUIDE BEND TEST: Guides Bend Tests of longitudinal seam weld shall be carried out for each 
lot of lengths or less, of each combination of special outside diameter, specified wall thickness 
and grade. 
HYDROSTATIC TEST: Each length of pipe shall pass a Hydrostatic Test of at least the minimum 
test pressure and duration specified in API 5L. 
FRACTURE TOUGHNESS TESTS Charpy tests shall be carried out at the frequency of one test 
per combination of pipe size and specifies wall thickness. 
 

 


